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	Inspection planning of WICTEC 50 SG and WICLINE 50SG fabrication
WICTEC 50SG & WICLINE90SG with ETA 11/0042

	Nr.
	Object / control type
	Test method
	Test criterion
	Min. number of samples
	Frequencies of tests 
(min)

	(1)
	(2)
	(3)
	(4)
	(5)
	(6)

	1
	Glass products to 
ETA 2.1.1.2 & 2.1.1.3


	 
	Proof of conformity;
	 
	each delivery

	2
	Profiles and fixing
to ETA 2.1.1.4


	 
	Proof of conformity;
EN 573-3; EN 755-2 
	 
	each delivery

	3
	Tape, spacer pr., shim.


	 
	Proof of conformity
	 
	each delivery

	4
	Adhesive


	Instructions of adhesive manufacturer
	Homogeneity (freedom of streaking), pot life, 
Shore A hardness
	 
	three times / day

	5
	Adherence test TYPE A


	Test & surveillance plan pt 3.2.3 s.a.
	Break pattern
	3
	daily at production start, during production, at end of production

	6
	traction test perpendicular to bonding layer sample TYPE B
	Test & surveillance plan pt 3.2.5 s.a.
	Break stress
	3
	minimum two times / week, after opening of each new adhesive container
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	Nr.
	Object / control type
	Test method
	Test criterion
	Min. number of samples
	Frequencies of tests 
(min)

	7
	Anodizing


	Qualanod
	Test according to instructions for Qualanod quality label
	 
	 

	8
	systematic recording of results (designation of the product / source material, type of test, date of manufacture and testing, test results, signature of the responsible person)


	 
	
	 
	continuous

	9
	visual inspection


	 
	Absence of cavities or bubbles in the glued joint
	 
	continuous, all insertion elements

	10
	systematic recording of the results


	 
	 
	 
	continuous
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